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(57) ABSTRACT

Provided are a method of manufacturing a lithium silicate-
based high-temperature dry sorbent for removing carbon
dioxide and a high-temperature dry sorbent. The manufac-
turing method includes forming a mixed raw material by
mixing a lithium precursor, silicon oxide and a metal oxide,
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